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Fig. A1. Formaldehyde emissions from beech and oak wood substrates measured at ambient conditions (23 °C, relative humidity 40%).
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Fig. A2. Variation of formaldehyde concentration in the presence of the coatings applied on beech substrates.
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Fig. A3. Variation of formaldehyde concentration in the presence of the coatings applied on oak substrates.
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