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Figure S1: Scatter diagram for all polarization resistance (Rp) values, estimated from linear polarization measurements for the two alloys, with usual preparation method and by polishing. Red dots are outlier data.
[bookmark: _GoBack]
1

image1.jpeg
log (R,) / log (€ cm?)

6.6

6.4

6.2

6.0

5.8

5.6

54

52

e
a 8
e
. °®
<]

e

8
e

° )

DIN 226 DIN 226 QC QC-
-polished polished





