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[bookmark: _GoBack]The Supporting information image S1 compares FTIR spectra of synthesised HAp before and after TG analysis compared to purchased HAp.
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Fig. S1: FTIR spectra of unleached HAp (HAp-S), HAp residue after thermal analysis of the HAp-S sample (HAp-TG) and purchased HAp (HAp-P).
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